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Modelling of the densification of polar firn: 
characterization of the snow-firn transition 
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I Laboratoire de Glaciologie et de Geophysique de l'Environnement, 38402 Saint-NIartin-d'Hhes Cedex, Franre 
2 Arctir and Antarctic Research Institute, St. Petersbll1g 199397, Russia 

ABSTRACT. T he tra nsformation of dry snow to firn is described by the transition 
between densification by deformationless res tacking and densification by power-l aw 
creep. The obse rved decrease with temperature of the dens it y at the snow- firn transition 
seems to result from the competition betwee n grain-boundary sliding and power-l aw 
creep. These two densification processess occur concurrenLl y in snow, a lthough there a re 
probably micro-regions in which sliding a lone occurs. Validation of a geometrical densifi
cation model developed for ce ramics has been obta i ned from densification da ta from 
several Anta rctic and Greenland sites and from the cha racterization of the structure of 
pola r firn . 

INTRODUCTION 

The formation of ice in pola r ice sheets res ults from densifi
cation processes of dry snow and firn. Three stages of densi
fication a re generally considered. During the first stage, the 
densification of snow is mainly a structura l re-a rrangement 
of grains by g rain-boundary sliding. Sintering is dri ven by 
the temperature gradient in the first few meters a nd by sur
face tension. Transport mechanisms such as evaporation
condensation and surface diffusion contribute to rounding 
the gra ins and intergranula r bonding (Anderson and Ben
son, 1963; C ow, 1975). From Anderson and Benson (1963), the 
re-a rrangement of unbounded grains dominates the densifi
cation of highly porous snow. The critical density of 
",0.55 NIg m 3 (relative density ",0.6) wo uld represent the 
limit beyond which grain packing is not preponderant. The 
depth at which this critical density is reached increases as 
temperature decreases (Anderson and Benson, 1963 ; Cow, 
1975; H en·on and Langway, 1980). It is about 30 m at Vostok 
Station (Anta rctica ) at - 5rC and about 12 m at Site 2 
(Greenland ) at - 23.3°C (H erron and Langway, 1980). The 
effect of the acc umulation rate must be also considered 
(H erron a nd Langway, 1980; Nishimura and others, 1983). 

The second stage is firn (consolidated snow). Since the 
seasona l variations of surface temperature disappear below 
10 m, the densification of firn can be considered as iso

thermal. The end of this stage is cha racterized by the 
growth of the impermeable pore-space fraction vs depth 
under the increasing overburden pressure. The average 
number of bonds per g rain (coordina tion number) 
increases with density and neck growth is achieved by creep 
(Alley and Bentl ey, 1988). 

During the fina l stage, the atmospheric air is trapped in 
the formation of cylindrical a nd spherical pores, and further 
densification of bubbly ice is driven by the pressure lag 
between the ice matrix a nd the air in bubbles (Alley and 
Bentl ey, 1988; Sa lamatin and others, 1997). 

The potentia l significance of density profil es for glacio-

logica l studies has been discussed by Lipenkov and others 
(1997). For example, during the firn- ice transition, the air 

inside the pores becomes progressively isolated from the 
a tmosphere prevailing at the surface of the ice sheet. The 
air content in ice is directly related to the porosity, temper
a ture a nd pressure at the time corresponding to thi s trans
ition. As atmospheric pressure and altitude a re linked by the 
hydrostatic equation, air content depends on the surface ele

vation of the ice sheet (M a rtinerie a nd others, 1994). An
other application of the study of the transformation of 
snow to ice is the dating of gas with respect to the ice. The 
age of the air enclosed in ice is of central interest to the study 
of trace gases- clim ate relationship (R aynaud and others, 

1993). It is younger than the age of the ice itself, since the 
a ir is trapped well below the surface. Dating the air with 
respect to the ice implies knowing where the pore closure 
occurs in the firn. 

Based on the ana logy between the hot-isosta tic pressing 
of engineering m ateri a ls, pressing- sintering mechanism 
maps were constructed for snow and pola r Grn (M:aeno 
a nd Ebinul1la, 1983; Ebinuma and M aeno, 1987; Wilkinson, 
(988). Calculations have been done on the basis of the Wilk
inson a nd Ashby (1975) model, which cO l1la ins questionable 
ass umptions. The number of COl1lacts per particle (the coor
dination number Z ) is assumed consta nt and the pore is 
ass umed to be rounded (Swinkels and others, 1983). A geo

metrical model was developed by Arzt (1982) and Fischme
ister and Arzt (1983), and applied to the densification of Gm 
by Arzt and others (1983) a nd Ashby (1990). D ensification is 
modell ed by considering mono-size spherical powders a nd 
by a llowing each pa rticle to increase in radius a round fi xed 
centers. The continuous increase in the number of contac ts 
per pa rticle and the growth of the ave rage contact a rea is 
model led. Results are in agreement with those given by 
M aeno and Ebinuma (1983) on the preponderance of 
power-l aw creep for the densification of polar fim. 

The work described here is centered on the simulation of 

firn densification by using the Arzt model. The deformation 
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Table 1. Main characteristics if the sites studied in Antarctica and Greenland 

DeOB Site 2 D47 

Mean surface - 19°C - 23.3 C - 25.4°C 
temperature (OC) 

Accumulation rate 1.1 0.41 0.25 
., I 

(M gcm - a ) 

Load pressure at 0.035 0.06 0.05 
0.55 Mgcm :l (MPa) 

Location 66° 43' S 76°59' N 67°23' S 
m oll' E 56°04' W 13843' E 

References (Etheridge a nd (Langway, 1967) This study 
Woo key, 1989) 

of particles is assumed to occur by power-law creep with the 
exponent of the flow law equal to three. Numerous density 
profiles are used to validate the geometrical model of Arzt 
(1982) describing the structural evolution during the second 
stage of densification. This study is a lso focused on the 
ana lysis of the snow- firn transition. It is shown that the rela
tive density Do, corresponding to the transition between 
grain-boundary sliding and power-law creep as the dominant 
densification mechanism, is lower than the experimental 
maximum-packing density of spheres (Do = 0.64). Structural 
parameters introduced in this model are calcul ated from a 
detailed analysis of the two-dimensional structure of this por
ous medium obtained by image processing. 

DENSIFICATION OF FIRN BY POWER-LAW CREEP 

Equations for the rate of den si Gc at ion [or orn of initial rela
tive density Do are directly derived from the geometrical 
model developed by Arzt (1982). The densification rate of 
firn is given by: 

dD ? 1(a)1(p*)n ill = 5.3A(D-Do)' -; "3 

with P* = 47fP 
aZD 

(1) 

where a is the average contact a rea in unit o[ R2 (R is the 
initial pa rticl e radius), P is taken equal to the ice-load pres
sure, P * is the effective pressure acting on a n average con
tact area and Z is the coordination number at the relative 
density D. The relative density (D ) is the ratio between the 
sample density and the pure ice density. 

The driving force due to surface tens ion is always very 
low compared to that resulting from the exte rnal pressure 
(Gow, 1968). With a typical radius of pores of 0.1 mm, the 
pressure due to the surface tension is of the order of I kPa, 
i. e. a very low value compared with the ice pressure. Calcu
lations were done with: 

+ n = 3 (Ebinuma and Maeno, 1987) 

+ A(T) = 7.89 x 103 exp (-Q/ RT) 

where Q is the activation energy (Q = 60 kJ mol ') deduced 
from the densiGcation of bubbly ice (Pimienta, 1987), Rand 
T are respectively the gas constant and the absolute temp
erature. 
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Byrd Krn200 DOn/e C Vostok (Bh7) 

- 28°C -30°C - 54°C -57°C 

0.16 0.21 0.034 0.022 

0.063 0.043 0.109 0.123 

79°59'S 200 km W30'S 78°28' S 
1200 01'W from Mirny 123°10' E 106°48' E 

(Gow, 1968) This study (Alley, 1980) (Barkov, 1973) 

Equation (I), giving the densification rate of urn as a 
function of the effective pressure, can be written as: 

dD 3 ill = Af(D)Peff . (2) 

According to the power-law creep mechanism (n = 3) and 
with the value of the experimental parameter A(T) 
(Pimienta, 1987), the experimental values of f(D ) were de
duced from Equation (2) and from the densification profiles 
for several sites in Antarctica and Greenland (cf. Tabl e 1). 
Equation (I) was used to obtain the model variation of 
f(D). As shown in Figure 1, the experimental profiles 
f(D) are well reproduced by the physical model with Do 
varying between 0.53 and 0.61 in the si te-temperature range 
of - 19° to - 57°e. On the other hand, the value of Do is 
a lways lower than the value corresponding to the maximum 
packing density. These results will be discussed further. 

10000 

0 DE08 

• Vostok 0 Site 2 

A Km 200 X D 47 
1000 

.\ 
{:; Byrd 

* X 0 \ * DomeC 

4* \ 

Q' 
\.Jl 

.* 
'-.:.. 100 -(' ....., 

10 

0.60 0.65 0.70 0.75 0.80 
Relative density 

Fig. 1. Prifile if the Junction f vs relative density jor seven 
sites in Greenland and Antarctica ( Table 1). The theoretical 
curves giving the variation if f (D) with relative density were 
obtainedjor three vaLues if D o· 



Relative density: 0.54 
Depth: 19.8 m 

Relative density: 0.60 
Depth: 25.4 m 

Relative density: 0.70 
Depth: 45.0 m 
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Relative density: 0.56 
Depth: 7.0 m 

Relative density: 0.60 
Depth: 10.0 m 

Relative density: 0.70 
Depth: 26.0 m 

Fig. 2. EvoLution rif the structure rifjim near the snow-jim transition. Binmy images obtained ~Y image processing rifphotographs 
taken in riflected lightJrom sections qfthe Vostok ( Bh7) and Km200 cores. 

STRUCTURE OF FIRN 

Characterization of the structure 

The understanding of the transition between snow and urn 
can be improved by analysing the evolution of the structure 
of this porous material near the snow- rirn transition and for 
different sites. The parameters necessary to test densiuca
tion models include the averagc number of bonds per grain 

(Z ) and the average contact area relative to the grain-size 
(a). These parameters cannot be calculated with two-d i
mensional structural analysis. So, we prefer to wo rk with 
the structural parameter: the surface fraction of the average 
grain involved in grain bonds ((3). This parameter is a lso 
known as the "contiguity factor" (Underwood, 1970). 

With the model parameters, (3 is given by: 

(J = Za . 
4?T 

(3a) 

With a two-dimensional structural analysis, the parameter 
(3 is related to the speci flc surface area of the grain-pore in
terface (Sv(g - p) ) and the specific surface area of the 
grain-grain interface (S,,(g - g) ): 

(3b) 

In the case of the grain-grain interface, surfaces shared by 
two grains are counted twice. 

The technique used to characterize the structure of snow 
and firn is based on photographs of the surface of thick 
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samples using reflected light. In order to observe the pore 
structure and grain boundaries, sections of a round 10 mm 
arc cut. Samples are then polished using a microtome a nd 
placed in a plastic sheath at - 12°C for about 12 hours. Sub
limation takes place preferentially in the highly disordered 
zones, i.e. at grain boundaries. Using this technique, obser
vation in coaxial reflected light shows relief dilTerences on 
the surface of the samples, making it possible to see the pores 
and grain boundaries. This procedure simultaneously 
allows the determination, with only one image, of the por
ous network and grain boundaries. Photographs were taken 
with a Leica MZ8 binocular fitted with a coaxial episcopic 
light. A similar procedure was recently used for ice by Nishi
da and Narita (1996). But, the etching was obtained by rub
bing the surface with alcohol. Our technique was tested in 
the fi eld on non-impregnated samples offirn and ice, over a 
range of relative densiti es from 0.5 to 0.99. In a second step, 
these photographs were treated by image processing to ex
tract the parameters defined above. 

RESULTS 

A set of measurements was made during the winter of 1995-
96 at Vostok Station (Antarctica). Images of samples were 
recorded during drilling a 250 m shallow core (Bh 7) and also 
from another core stored at Vostok, originating from the Mir
niy- Vostok traverse at points 200 km from Mirniy (Km200). 
Characteristics of these two sites are given inTable I. 

Figure 2 gives the evolution of the structure of firn near 
the snow- firn transition for Bh 7 and Km200. Important fea
tures of the structure of this porous medium can be observed 
on these binary images. In particular, for low density, aggre
gates of ice crystals clearly appear. This is an important point 
related to the snow- firn transition, since this means that at 
the snow- firn transition (relative density of 0.6) a significant 
surface fraction of grains is involved in bonds. The evolution 
of the parameter (3 with relative density is given in Figure 3 
for Bh 7 and Km200. The curves taken from the model of 
Arzt (1982) applied to the densification of firn with two 
values of Do (0.53 and 0.57) are given by comparison. For 
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Relative density 

Fig. 3. Fraction if surface area if average grain involved in 
bond ((3) vs relative density for two sites: ( . ) Vostok 
(Bh7) and ( 6,) Km200. Model curves with two values if 
Do: (- - -) Do = 0.53and(- ) Do = 0.57. 

the two site, more than 40% of the surface area of grains is 
involved in grain- grain interfaces at the relative density of 
0.6, whereas the theoretical value must be equal to zero at 
the beginning of the second stage of densification. 

The formation of grain bonds during the densi fication of 
snow could resu lt from the structure of snow at deposition or 
after metamorphism in the fi rst few meters of the ice sheets. 
Indeed, snow grains are generally composed of poly crystal
line ice grains and this texture is retained during meta
morphism (Fuchs, 1959; Sommerfeld and LaChapelle, 1970; 
Arons and Col beck, 1995). Another explanation for the pre
sence of grain bonds at the stage of snow compaction is the 
plastic deformation of pa rticles under the overburden pres
sure. Both deformation and grain-boundary sliding would 
OCCur concurrently at the beginning of compaction. There 
will certainly be micro-regions where deformationless par
ticle re-arrangeme11l is prevalent but also others where con
tact flats are formed by plastic deformation. Then, the 
transition between snow and firn corresponds to a change 
in the dominant densification mechanism. In snow, particle 
rc-arrangement by sliding is the dominant densification me
chanism and power-law creep is the dominant one in firn . 
Obviously, both mechanisms concurrently operate in a rela
tive density range close to the transition Do. 

From the validation of the Arzt model for firn (Fig. I), we 
have assumed that at Do the particle is not a grain but an 
aggregate of grains, in order to make the contact area 
between aggregates equal to zero at Do. This is physically 
compatible with the occurrence of power-law creep during 
densification of snow, even if this densification mechanism 
(power-law creep ) is not yet dominant. 

Considering densification by plastic deformation con
cerns groups of crystals (aggregates) and not one grain, the 
parameter i3a for the aggregate must be equal to zero at Do. 
S,,(J (g - p) is the specific surface area of the grain- pore in
terface at Do; this value also corresponds to the specific sur
face area of the aggregate- pore interface. Assuming a 
constant size of the average surface of aggregates, the para
meter (1 - (3a ) which represents the fraction offree-surface 
area of average aggregate, is given by: 

(1 - i3a) = S"(g - p) . 
Svo(g - p) 

(4) 

This parameter has been determined by image processing on 
Bh7 and Km200 cores. Its evolution with relative density is 
given in Figure 4 with that obtained by assuming there is no 
aggregate. These structural data are compared with model 
curves. The results given in Figure 4 appear to be compatible 
with a desc ription of the firn as a group of aggregates. 

DISCUSSION 

Variation of Do with tetnperature 

The relative density Do appears to correspond to the trans
ition between densification by grain-boundary sliding and 
densification by power-law creep as a dominant densifica
Lion mechanism. The first process is Newtonian, whereas 
densification by particle deformation is associated with a 
flow-law exponent equal to 3 (Pimienta, 1987). Densification 
of snow by grain-boundary sliding has been modelled by 
Alley (1987). The model yields a good fit to densification data 
and it accounts for the increase of the load with a decrease in 
temperature. To explain the variation of Do with temper-
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Fig. 4. Fraction if free -surface area if grain ( open symbol) 
and aggregate (solid symbol) vs relative density fo r two sites: 
(0 and . ) Vastok (Bh7) and 6. and ... ) Km200. Model 
CUTves with two values of Do: Do = 0.53.JoT Vastok and 
Do = 0.57.JoT Km200. 

ature, the competition between sliding and grain deforma
tion must be assessed. vVith regard to the effect of the pres
sure, the power-law creep should prevail at a lower density 
in cold sites. From Table I, the load in the transition zone is 
about three times higher at - 57°e than at - 20°C. The stra in
rate increase induced by this variation ofload is respectively 

3 for sliding and 27 for pa rticle deformation. This effect is 
probably at the origin of the decrease of Do with site temp
erature. But, it is also necessary to take into account the var
iation of the ice viscosity with temperature. The activation 
energy for the grain-boundary viscosity is about 42 kJ mol 
I (Alley, 1987). It is about 60 kJ mol I for the power-law 

creep. The va riatio n of the activation energy with the densi
fication process therefore pa rti ally counteracts the effect of 
the load. Indeed, from -20° to -57°e , the strain rate is 
divided by about 15 for slid ing and by 45 for the power-law 
creep. By taking into account both the effect of the load and 
the effect of temperature, the stra in rate associated with the 
non-linear densification process decreases by a factor of 1.5 
with a decrease of temperature from - 20° to - 57°e , whereas 
the stra in rate associated with sliding decreases by a factor of 
5. So, in the cold er site, the power-law creep process becomes 
the dominant densification mechanism at lower density. The 
final effect is a decrease with temperature of the relative den

sity Do, corresponding to the transition between snow and 
Grn, as indicated by experimental data (Fig. I). 

Relation betwe en Do and the f i rn struct ure 

It was shown above that the density at the end of the first 
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Fig. 5. Specifir swjace area of the grain- pore inteljare vs re
lative density Jor two sites: ( . ) Vostok (Bh7) and ( 6. ) 
Km200 . 

densification stage, i. e. at the end of grain-boundary sliding 
as a dominant densification mechanism, was taking the low
est value in the coldest sites. Figure 5 shows that the specific 
surface area of the solid- pore interface Sv(s/p) a l a relative 
dens ity close to Do is lower a t Bh 7 tha n Km200. T hese data 

show that, at a given density, the pores a re bigger in cold 
sites. These results are in accordance with a wo rse re-a rran
gemenL of grains in the coldest sites al the end of the first 
stage. So, a low value of Do appea rs to correspond to a rela
tively coarse pore structure. 

CONCLUSION 

The density profiles of polar firn have been reprod uced by a 
geometrical model developed for the densification of an ir
regula r packing of mono-size spheres. The transformation 
of snow to firn is defined as the transition between grain

boundary sliding and power-law creep as a dominant densi
fication process. The rela tive density at the transition Do is 
lower than the value corresponding to the dense packing of 
spheres and dec reases with temperature. eontact fl ats 
between grains are formed in snow by plas tic deformation, 
whereas sliding is the dominant densification mecha ni sm. 

Vari ations of Do with temperature a re shown to be related 
to vari ations in the load between sites for a given density. 

The characterization of the structure of snow and firn by 
photographs in coaxia l refl ected light of thick samples and 
image processing is essenti al to bear out assumptions made 
on densification models and the definiti on of the snow-firn 
transition. 
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